Partial Unit Liquid Measurement Chart

When mixing partial units of Phoscrete, an accurate Wet-To-Dry (WTD) ratio is critical to
the success of your installation. Over-liquefying Phoscrete will result in weaker
compressive strengths. If your repair does not require a full bag of Phoscrete Dry Mix, use
the chart below to determine how much liquid to add to the dry.

For accurate dry measure, Phoscrete recommends using a hand-held weigh scale like this
one by American Weigh Scale. For accurate liquid measure, use a graduated mix cup. You
will also need one clean, empty pail and a mixing paddle.

First, measure the weight of an empty pail. If your scale has a tare feature, press the button
to zero the scale with the bucket on the hook. Second, add the amount of Dry Mix you
estimate is required for your repair into your pail. Third, weigh the pail and the Dry Mix. If
you don't use the tare feature, subtract the weight of the pail. Fourth, look to the chart
below to determine the number of ounces needed based on the material weight and the
process. Fifth, pour the appropriate volume of Liquid Activator into the pail of Dry Mix and
mix thoroughly until the material is completely wetted out. Place, then finish using
standard concrete tools.

PHOSCRETE Phoscrete Liquid Activator .
DRY MIX Four-Seasons | VO Hand Pack | VO Smooth Trowel | VO Thin Coat
19% 14% 16% 20%

Lbs ounces ounces ounces ounces
5 10 7 3 10

6 12 9 10 12

7 14 10 12 14

8 16 12 13 16

9 18 13 15 19
10 20 14 16 1
11 22 16 18 73
12 23 17 20 75
13 25 19 21 27
14 27 20 23 29
15 29 22 25 31
16 31 23 26 33
17 33 24 28 35
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CONCRETES

PHOSCRETE Phoscrete Liquid Activator .
DRY MIX Four-Seasons | VO Hand Pack | VO Smooth Trowel | VO Thin Coat
19% 14% 16% 20%
Lbs ounces ounces ounces ounces
18 35 26 30 37
19 37 27 31 39
20 39 29 33 41
21 41 30 35 43
22 43 32 36 ac
23 45 33 38 47
24 47 35 40 19
25 49 36 41 3
26 51 37 43 4
27 53 39 44 6
28 55 40 46 cg
29 57 42 48 60
30 59 43 49 62
31 61 45 51 64
32 63 46 53 66
33 65 48 54 68
34 66 49 56 70
35 68 50 5g 7
36 70 52 59 74
37 72 53 61 76
38 74 55 63 73
39 76 56 64 30
40 78 58 66 37
41 80 59 68 84
42 82 61 69 36
43 84 62 71 39
44 86 63 79 91
45 88 65 74 93
46 90 66 76 95
47 92 68 77 97
48 94 69 79 99
19 96 71 81 101
20 & 72 82 103
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