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DISCLAIMER
This report has been prepared primarily on the basis of the results of visual site observations, analysis of 
building materials, and a general survey of building conditions at the property located at 552 Gifford St.;  
Syracuse, NY. 

Joe Nanno, a Certified Asbestos Building Inspector for Churchill Environmental, Inc, performed the 
building survey work on 5/27/2014. 

This survey is for Asbestos and representative Lead Based Paint samples only and not for PCB’s in Caulk  
that may be required by the USEPA.

All measurements are estimates only. It is up to the 
contractor to field-verify the locations and quantities.



1.0 EXECUTIVE SUMMARY
Churchill Environmental, Inc. was retained by Greater Syracuse Land Bank to perform a Pre-Demolition 
Building Survey of the property located at 552 Gifford St. in the City of Syracuse, New York.  The 
purpose of the survey was to determine the presence, location, and quantity of asbestos containing materials 
that exist at the site.

The field survey was conducted on 5/27/2014, and included the following:

 Review of all available floor plans.

 A visual site inspection to identify suspect asbestos containing materials.

 Collection of samples from each suspect material.

 Documentation of sample locations, and location of identified asbestos containing material including 
drywall systems, floor coverings, roofing materials, etc.

 Documentation of sample locations, and location of identified asbestos containing materials, on floor 
plan drawings and survey forms.

     The inspection included the collection and analysis of 46   bulk   samples   from this building.

A breakdown of the amounts and locations of ACM are summarized in the Summary of Findings section of 
this report.  Bulk sample locations of positive asbestos containing materials are identified on floor plan 
drawings and building survey forms. 

Chain of custody forms, laboratory results, laboratory accreditation, and consultant’s certifications and 
license are also included in the report.



2.0 SUMMARY OF FINDINGS
This section includes a summary of all asbestos containing materials (ACM) identified within the building, 
located at 552 Gifford St.; Syracuse, NY.  The section includes floor plan drawings, and building survey 
forms.
Bulk sample locations of positive asbestos containing materials are indicated on the floor plan drawings.

A building survey form is included for each floor level.  All asbestos containing materials identified within 
the space are listed.  Amounts of the material, physical descriptions and conditions are recorded on the form.  
The building survey form allows the building inspector to assess and record information regarding the type, 
location, quantity, and condition of the ACM within the given space.

Of the Fourty-six (46) samples analyzed, Two (2) samples were found to contain 
asbestos.  Refer to Table #1

Table #1 – ACM Found:

Sample # Material Type Location
Asbestos 

%
Quantity Condition

14142-201 Vermiculite - Brown Attic 100.00% 221 sq. ft. Good
14142-320 Chimney Flashing - Black Roof 2.20% 72 ln. ft. Good

USEPA/NYSDOL Building Inspector:

Date: 6/4/2014



2.1 FLOOR PLANS









3.0 FIELD NOTES
  



Table #2 – ACM Details 

Location Details of ACM

Attic Vermiculite – Brown, is located in the Attice on the 2nd Floor just off  Bed #2.           
Approx. 221 sq. ft.

Roof Flashing – Black is located around 2 Chimneys and also along where each Roof meets the 
side of the house. Approx. 72 ln. ft.

 



Table #3 – Lead Paint Details 

Samples were taken with 3M Lead Check Swabs. These samples were taken as representative 
samples only. Photos are also included. Each location listed below was tested twice with the 3M 
Lead Check Swabs.

Location Details of ACM

Exterior Sample was taken from the South East Wall on the Exterior of the House.  Color was 
Green and tested Positive for Lead Paint.

Sample was taken from the South East Wall on the Exterior of the House.  Color was 
Yellow and tested Positive for Lead Paint.

Sample was taken from the Front Porch Posts.  Color was Blue/Green and tested 
Negative for Lead Paint.

Exterior House Paint is covered by Transite Siding

1st Fl.Living 
Rm.

Sample was taken from the South Wall of the Living Rm. on the 1st Fl.  1st Fl. Kitchen 
is same color.  Color was Cream and tested Negative for Lead Paint.

Sample was taken from the North Wall of the Living Rooms Window Trim.  All 
Baseboards, Door Trims, Window Trims and Moldings were same color.  Color was 
White and tested Negative for Lead Paint.

1st Fl. Dining 
Rm.

Sample was taken from the West Wall of the Dining Room.  All 1st Fl. Bedrooms, 
Walls and Ceiling, and Dining Rm Ceiling were same textured color. Color was 
Textured White and tested Negative for Lead Paint.

1st Fl.Front 
Door

Sample was taken from the Interior Side of the 1st Fl. Front Door.  All 1st Fl. Interior 
doors and Rear Stairwell were same color.  Color was Blue and tested Negative for 
Lead Paint.

2nd Fl. Living 
Rm.

Sample was taken from the East Wall of the Living Rm. on the 2nd Fl.  All Rooms on 
2nd Fl. were same color.  Color was White and tested Negative for Lead Paint.

Front Stairwell Sample was taken from the North Wall of the Front Stairwell that led to the 2nd Fl.  
Color was Peach and tested Negative for Lead Paint.



3.1 LABORATORY REPORT
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Churchill Environmental, Inc.
Attn: Ronald Churchill
639 North Salina Street

Syracuse, NY 13208

AmeriSci New York
1 17 EAST 3OTH ST.

NEW YORK, NY 10016
TEL: (212) 679-8600 . FttX: (212') 679-3114

PLM Bulk Asbestos Report
Date Received
Date Examined
ELAP #
RE:14141; 201

05129114 AmeriSciJob # 214055300
06t02t14 P.O. #
11480 Page 1 of o

- 207 Furman St., Syracuse, NY

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-001
1

214055300-01
Location: Duct Wrap - White / Basement

Yes 44.4 o/o

(by NYS ELAP 198.1)
by Tara L. Fisher
on 061O2114

Analyst Description: Grey, Homogeneous, Fibrous, Bulk Material
Asbestos Types: Chrysotile 44.4 o/o

Other Material: Non-fibrous 55.6 %

14141-002
1

214055300-02
Location: Duct Wrap - White / Basement

NA/PS

Analyst Description: Bulk Material
Asbestos Types:

Other Material:

14141-003
1

214055300-03
Location: Duct Wrap - White / Basement

NA/PS

Analyst Description: Bulk Material
Asbestos Types:

Other Material:

14141-101
2

214055300-04
Location: Plaster - White / Living Room

/Vo NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: Grey, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose Trace, Non-fibrous 100 %

See Reporting notes on last page

IVo14141-102
2

214055300-05.1
Location: Plaster - White / Bedroom # 1

NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 %



AmeriSci Job #: 214055300
Client Name: Churchill Environmental, lnc.

Page 2 of 6

PLM Bulk Asbestos Report
14141i 201 - 207 Furman St., Syracuse, Ny

Glient No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-103
2

214055300-06
Location: Plaster - White / Bedroom # 3

No NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 o/o

14141-104
3

214055300-07
Location: Ceramic Tile Grout - Grey / Living Room

A/o NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: Grey, Homogeneous, Non-Fibrous, cementitious, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 %

14141-105
3

214055300-08 IVo
Location: Ceramic Tile Grout - Grey / Living Room

NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: Grey, Homogeneous, Non-Fibrous, cementitious, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 o/o

14141-106
4

214055300-09 No
Location: Chimney Coating Textured - White / Living Room

NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-flbrous 100 %

14141-107
4

214055300-10 IVo
Location: Chimney Coating Textured - White / Living Room

NAD
(by NYS ELAP 1e8.1)
by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 o/o

14141-108
4

214055300-11 No
Location: Chimney Coating Textured - White / Living Room

NAD
(by NYS ELAP 198.1)
by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 100 %

See Reporting notes on last page



AmeriSci Job #: 214055300
Client Name: Churchill Environmental, lnc,

Page 3 of 6

PLM Bulk Asbestos Report
14141; 201 - 207 Furman St., Syracuse, Ny

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-109
5

214055300-12
Location: Sheetrock - White / Dining Room

/Vo NAD
(by NYS ELAP 1e8.1)
by Tara L. Fisher
on OGlO2ll4

Analyst Description: White, Homogeneous, Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose 3 %, Non-fibrous g7 %

14141-110 214055300-13 IVo NAD
5 Location: Sheetrock - White / Dining Room (by NyS ELAp 198.1)

by Tara L. Fisher
on 06102114

Analyst Description: White, Homogeneous, Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose 3 o/o, Non-fibrous g7 %

14141-111 2140s5300-14 No NAD
6 Location: Vermiculite - Brown l2ndFl. Bedroom # 6 (by NyS ELAP 19S.1)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose 95 %, Non-fibrous 5 %

14141-112 214055300-15 IVo NAD
6 Location: Vermiculite - Brown / 1st Fl. Hallway (by NYS ELAP 198.1)

byTara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Fibrous, Bulk Material
Asbestos Types:

Other Material: Cellulose g5 %, Non-fibrous 5 %

14141-113 214055300-1611 /Vo NAD
7 Location: 12 x 12 FT - Beige / 1st Fl. Kitchen (by NYS ELAp 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 19.6 %

14141-113 2140SS300-16L2 IVo NAD
7 Location:12x12FT-TanMastic/lstFl.Kitchen (byNySELAp198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 22.9 o/o

See Reporting notes on last page



AmeriSci Job #: 214055300
Client Name: Churchill Environmental, lnc.

Page 4 of 6

PLM Bulk Asbestos Report
14141; 201 - 207 Furman St., Syracuse, Ny

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-114 214055300 -1ZLi IVo NAD
7 Location: 12 x 12 FT - Beige I 2nd Fl. Kitchen (by NyS ELAe 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 20.6 o/o

14141-114 214055300 -17L2 IVo NAD
7 Location: 12 x 12 FT -Tan Mastic I 2nd Fl. Kitchen (by NYS ELAP 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fi bro us 24.7 o/o

14141-115 214055300-18 IVo NAD
8 Location: Wall PanelAdhesive -Tan lBathroom # 1 (by NYS ELAP 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 50.1 o/o

14141-116 214055300-19 No NAD
8 Location: Wall Panel Adhesive - Tan / Bathroom # 1 (by NYS ELAP 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 49.4 o/o

14141-201

I
214055300-20

Location: Transite Siding - Green / Exterior

Yes 14.8 %
(by NYS ELAP 198.1)
by Tara L. Fisher
on O1ll2l14

Analyst Description: Green, Homogeneous, Fibrous, Bulk Material
Asbestos Types: Chrysotile 14.8 o/o

Other Material: Non-fibrous 85.2 %

See Reporting notes on last page

NA/PS14141-202
I

214055300-21
Location: Transite Siding - Green / Exterior

Analyst Description: Bulk Material
Asbestos Types:

Other Materia!:



AmeriSci Job #: 214055300

Client Name: Churchill Environmental, Inc.
Page 5 of 6

PLM Bulk Asbestos Report
14141; 201 - 207 Furman St., Syracuse, NY

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-203 214055300-22 No NAD
10 Location: Vapor Paper - Black / Exterior (by NYS ELAP 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 3.7 %

14141-204 214055300-23 /Vo NAD

10 Location: Vapor Paper - Black / Exterior (by NYS ELAP 198.6)
by Tara L. Fisher
on 06102114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 6.1 %

14141-205 214055300-24 Yes Trace (<0.25 % pc)l
11 Location: Window Glaze - Tan / Exterior (EPA 400 PC)

by Tara L. Fisher

on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous 6.9 %

14141-2OG 214055300-25 Yes Trace (<0.25 % pc)l
11 Location: Window Glaze - Tan / Exterior (EPA 400 PC)

by Tara L. Fisher
on 06102114

Analyst Description: Tan, Homogeneous, Non-Fibrous, Bulk Material

Asbestos Types: Chrysotile <0.25 o/o pc

Other Material: Non-fibrous 10.5 %

14141-207 214055300-26 IVo NAD

12 Location: Roof Shingle - Green 2nd Layer / Roof (by NYS ELAP 198.6)

by Tara L. Fisher

on 06102114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 40.7 o/o

14141-208 214055300-27 /Vo NAD

12 Location: Roof Shingle - Green 2nd Layer / Roof (by NYS ELAP 198.6)

by Tara L. Fisher
on 06102114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 21 .5 o/o

See Reporting notes on last page



AmeriSci Job #: 214055300
Client Name: Churchill Environmental, lnc.

Page 6 of 6

PLM Bulk Asbestos Report
14141; 201 - 207 Furman St., Syracuse, Ny

Client No. / HGA Lab No. Asbestos Present Total % Asbestos
14141-209
13

21405s300-28
Location: Roof Shingle - Black 1st Layer / Roof

IVo NAD
(by NYS ELAP 198.6)
by Tara L. Fisher
on 06102114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fi bro us 27.4 o/o

14141-210
13

214055300-29
Location: Roof Shingle - Black 1st Layer / Roof

/Vo NAD
(by NYS ELAP 198.6)
by Tara L. Fisher
on 061O2114

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types:

Other Material: Non-fibrous 42.1 Yo

14141-211
14

214055300-30
Location: Roof Flashing - Black / Roof

Yes 1.9 0A

(by NYS ELAP 198.6)
by Tara L. Fisher
on OGlO2l14

Analyst Description: Black, Homogeneous, Non-Fibrous, Bulk Material
Asbestos Types: Chrysotile 1.9 %

Other Material: Non-fibrous 10.5 %

14141-212
14

214055300-31
Location: Roof Flashing - Black / Roof

NA/PS

Analyst Description: Bulk Material
Asbestos Types:

Other Material:

Reporting Notes:

( I ) Sample prepared for by EL.{P
Analyzed by: Tara L.
-NAD/NSD 

=no asbestosr\Aulr\ru =no asDestos detected; NA =not enaVZec: NA,/PS=not analyzed/positive stop; PLM Bulk Asbestos Analysis by EPA 600/M4-82-020 per 40
CFR 763 (NVLAP Lab Code 200546-0), ELAP PLM Method 198.1 for NY friable samples, which inctudes the identification and quantitation of
vermiculite or 198.6 for NOB samples or EPA 400 pt ct by EPA 6OO1M4-82-O2O (NY ELAP Lab |D11480); Note:pLM is not consistently retiable in
detecting asbestos in floor coverings and similar non-friable organically bound materials. NAD or Trace results by PLM are inconclusive, TEM is
currently the only method that can be used to determine if this material can be considered or treated as non asbestos-containing in Ny State (also see
EPA Advisory for floor tile, FR 59,146,38970,8/1/94) National lnstitute of Standards and Technology Accreditation requirements mandate that this reporl
must not be reproduced except in full without the approval of the lab.This PLM report relates ONLY to the items tested. AIHA Lab # 102g43, Rl
Cert#AAL-094, CT Cert#PH-0 1 86, Mass Cert#AA000054.

Reviewed By: END OF REPORT
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Environmental, Health & Safety Consultants

2L 40 5 5 $ 0 0

639 N. Salina St., Syracuse, Ny 13209
Phone: 315-428-1959 Fax: 315-428-0432

www. churchillenvironmental.com

Job# 14141 Page ltlLocation: 201-207 Furman St., Syracuse, Ny

Instructions: 5 Day TAT.

Positive Stop:

Collected by:
Relinquished by:

Received By:

Fax to: 315.428-0432
Emailresultsto: ray@churchillenvironmental.com

Chain Of Custody Form

001-003/l0r-103/104-l0stt06-108/109-lr0 ntt-ll2/tt3-tt4/tts-tt6t20t-202t203-204t205-2bt207-208
209-2t0t2tt-212

Date: 5127t2011

Date: 5127t2011

nate:l ALI_E

Sample I.D. # Material Description Location F/NF
Analysis

Ranrraclazl

14l4l-001 uuct wrap - whlte Basement F PLM-002 Duct Wrap - White Basement F PLMt4t4 -003 Duct Wrap - White Basement F PLMt4t4t-101 rtaster- whtte Living Room F PLM
Plaster - White Bedroom #l F PLMl4t4 -103 rtaster - Whlte

Ceramic Tile Grout - Grey
Bedroom #3 F PLMt4t4 -104 Living Room NF NOBt4t4 105 Ceramic Tile Grout - G Livins Room NF NOB

l€y Loarmg r exlured _ whtte Livins Room F PLM
Lnlmney uoatmg Iextured _ white Living Room F PLM

4 108 Chimney Coating Textured - White Livins Room F PLMl4t4 109 Sheetrock - White Dining Room F PLMt4 4t 110 Sheetrock - White Dining Room F PLMl4l4t-t1t Vermiculite - Brown 2"0 FI. Bedroom #6 F PLMt4 4 n2 Vermiculite - Brown lr' Fl. Hallwav F PLM
NOB

t4 4 ll3 l2xl2 FT - Beige w/ Tan Mastic l"'Fl. Kitchen NFl4l4t-l|4 tzxtz r t - yelge w lan Mastic 2no Fl- Kitchen NF NOB4t l15 Wall Panel Adehesive - Tan Bathroom #1 NF NOBt4t4t-n6 Wall Panel Adehesive -'fan Bathroom #l NF NOBt4 4 -201 Transite Siding - Green Exterior NF NOBt4 4 202 Transite Sidine - Green Exterior NF NOBt4t4t-203 Vapor Paper - Black Exterior NF NOBt4 41.204 v apor raper - Black Exterior NF NOBI I 'zu) Window Glaze - Tan Exterior NF NOBt4 I 206 Window Glaze - Tan Exterior NF NOB
14141-207 Roof Shinele - Green 2"d Laver Roof NF NOBl4t4t ztJ6 Roof Shinele - Green 2nd Laver Roof NF NOBt4t4t-209 Roof Shingle - Black l.'Layer Roof NF NOBl4t4t-210 Roof Shinele - Black 1., Laver Roof NF NOBt4t4t lt Roof Flashing - Black Roof NF NOBl4l4t-212 Koor tlastung - tslack Roof NF NOB

joe@churchillenvironmenta 
l. com



3.2 PROJECT PHOTOS



Vermiculite – Brown

Chimney Flashing – Black



Exterior Paint – Red

Kitchen Paint – Tan



Pantry Doorway Paint – White

Den Paint – White



Bathroom Paint – Yellow

Closet Doorway – White



Living Room Ceiling – White

Stairwell Steps – Brown



Bed #2 Doorway Paint – Brown



4.0 LABORATORY CERTIFICATION





5.0 INSPECTOR’S CERTIFICATION





Project Designer/Building Inspector
Project Monitor/Air Technician/Supervisor

Raymond J. Churchill 
Cert. #05-15629
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